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Friction Coe�cient of 0W-20 Oil @ 100°C

Lower friction coe�cient translates into reduced wear on
engine components and better fuel e�ciency 

SRV Friction & Wear Test of Automotive Components

                 0W-20 Motor Oil Test Result:

Test Description:
SRV Oscillation Friction & Wear Test is a standard method used in testing e�ective of oil and additives in 
oil with respect to coe�cient of friction, wear and fretting corrosion (tribocorrosion).

Default test consist of 2 hours oscillating of a ball on a disk with 300 N force.  Approximately 2 to 3 drops 
of the test oil are spread between the 2 contacting surface.

A recorder plots a coe�cient of friction  diagram of the friction parameters throughout the test.  By 
analyzing coe�cient of friction pro�le along with other optical measurements, the lubricant can be 
assessed for its anti-wear and fuel e�ciency characteristics. 

ENEOS is the only 
oil tested that 
had a friction 
coe�cient in the 
range of OE 
Genuine 0W-20 
motor oil.

ENEOS 0W-20 
provides better 
fuel e�ciency 
when compared 
to conventional 
motor oil.

Fuel e�ciency test on 0W-20
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